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[57) ABSTRACT

A curable composition comprising an aromatic dibasic
acid having an ethylenically unsaturated group, such as
4-methacryloxyethyltrimellitate, or an acid anhydride
thereof, other ethylenically unsaturated monomer and a
catalyst is disclosed. This composition is applied be-
tween articles to be bonded together and is polymerized
and cured to form an adhesive layer excellent in the
water resistance and durability. This composition is
especially valuable as a dental adhesive or as an under-
coating agent for a paint or adhesive.
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